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Applicant: Dongguan Xinqi Garment Co. LTD 

Address: Jingshan Eighth Industrial Zone, Chashan town, Dongguan City, Guangdong province. 

  

Sample Received Date: Jan. 02, 2020 

Completed Date: Jan. 06, 2020 

Report Date: Jan. 06, 2020 

 

The following merchandise was (were) submitted and identified on behalf of the applicant as: 

Sample Name: Anti-uv double-sided cloth   

Sample Color: White 

Manufacturer: YOUXUAN Textile 

 

Test Result(s): Please refer to next page(s). 

Test Requested and Conclusion(s): 

No. Standard and Requirement Conclusion(s) 

1 
Client's requirements on Sun Protective Clothing-Evaluation and 

Classification (AS/ NZS 4399:2017) 
PASS 

 

 

  

Signed for and on Behalf of CTT: 

     $CTT$ 

Jim Tan 

Technical Manager 
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Test Results:  

Sun Protective Clothing-Evaluation and Classification (AS/ NZS 4399:2017) 

Tested standard : AS/ NZS 4399:2017 Sun Protective Clothing-Evaluation and Classification 

Number of 

Specimen 

: 1 pc 

Testing Condition : Testing carried out under nominally ambient conditions (20±5℃ and a relative 

humidity of 50±20%). 

Client’s 

requirement 

: 40+ 

Conclusion : Detail as below: 

 

Clause Test Item Requirement Test Result Rating 

5 
Classification 

and Labelling 

For the purposes of labelling, sun protective 

clothing shall be categorized according to the 

rated UPF of the textile of which it is made 

(determined in accordance with Appendix A) as 

given in Table 1. 

TABLE 1 

UPF Classification System 

UPF Classification 

Effective UVR 

penetration, ≤ 

(%) 

15 Minimum 6.7 

30 Good 3.3 

50, 50+ Excellent 2.0 
 

Rated UPF:50+ 

 

Classification: 

  Excellent   

PASS 

 

Sample Mean UPF SD Rated UPF 
Mean UVA 

Transmittance 

Mean  UVB 

Transmittance 

001 585.97 186.01 50+ 0.27% 0.17% 

 

Test Material List 

Material 

No. 
Sample Description Location 

001 White cloth Body 
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Photo of Sample: 

 

 

***End of Report*** 
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